
Batch AFZYK7PMM1 
In reference to the above, this is to advise you that this is a standard product and meets the following requirements:_______________________________________________________________________

SPECIFICATIONS: STANDARD SPEC_______________________________________________________________________

BATCH RELEASE DATA UoM Value Limit
Melt Flow Rate (MFR)              (ISO 1133-1, ASTM D1238)          g/10min 13.1 10.5 - 15.0
(ISO 1133-1, ASTM D1238)
Water Content                           %(m) 0.02 max. 0.10
(DIN ISO 15512)_______________________________________________________________________

ANNUAL TESTS (REVISED ON) UoM Value Limit
Melt Point @ 10 deg/min   (29 Jun 2024) °C 216.0
(ISO 11357)
Tear Resistance, 50 Mm/Min, Parallel   (29 Jun 2024) KN/m 188
ISO 34_______________________________________________________________________

These test data are determined based on standard ISO and/or ASTM testing procedures.
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